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Annex 1: Constructional Data Form (CDF) 
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Annex 2: Photos Documentation 
Module type: SYMN156TBD625 (BOM1) 

  

Fig. 1: front view of test sample Fig. 2: rear view of test sample 

 

 

Fig. 3: view of solar cell Fig. 4: view of type label 



 

Prüfbericht - Produkte 

Test Report - Products 
 

 

ANLAGE zum Prüfbericht-Nr.: CN24GCU7 001 
APPENDIX to Test Report No.:   

Seite 9 von 16 
Page 9 of 16 

  

 

 

Fig. 5: view of closed junction box Fig. 6: view of cables 

 

 

Fig. 7: view of connections Fig. 8: view of frame corner 

 

 

Fig. 9: view of grounding mark  
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Module type: SYMN156TBD620 (BOM2) 

  

Fig. 10: front view of test sample Fig. 11: rear view of test sample 

 

 

Fig. 12: view of solar cell Fig. 13: view of type label 
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Fig. 14: view of closed junction box Fig. 15: view of cables 

 

 

 

Fig. 16: view of connections Fig. 17: view of frame corner 

 

 

Fig. 18: view of grounding mark  
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Annex 3: EL images 
Model type: SYMN156TBD625 (BOM1) 

 

 

Fig. 19: EL-image of sample 312012090005 (initial) 

 

Fig. 20: EL-image of sample 312012090005 (final) 
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Model type: SYMN156TBD620 (BOM2) 

 

 

Fig. 21: EL-image of sample 2311012100004 (initial) 

 

Fig. 22: EL-image of sample 2311012100004 (final) 
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Annex 4: IR images 
Model type: SYMN156TBD625 (BOM1) 

 

 

Fig. 23: IR-image of sample 312012090005 (initial) 

 

Fig. 24: IR-image of sample 312012090005 (final) 
 

 
  



 

Prüfbericht - Produkte 

Test Report - Products 
 

 

ANLAGE zum Prüfbericht-Nr.: CN24GCU7 001 
APPENDIX to Test Report No.:   

Seite 15 von 16 
Page 15 of 16 

  

Model type: SYMN156TBD620 (BOM2) 

 

 

Fig. 25: IR-image of sample 2311012100004 (initial) 

 

Fig. 26: IR-image of sample 2311012100004 (final) 
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Annex 5: Declaration 

 
 
 
 
 
 

End of Test Report 

 


